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Date of

Reception Description of Sample From Result of Analysis Reference 1929

1929

.... Rolls of material stiff with crystals    620 Tut.ankh.Amen Woven fabric impregnated with NaCl Bk 1928-9 p 8 14

... Contents of wine jar       541 -do- Argol i.e. Wine Residue      -do- p 8 15

... Red coating on gold of stick       596b -do- Glue coloured red      -do- p 12 16

... White film on various objects   592, 615, 547, 414 -do- Adventitious (limestone dust in some cases)              -do- p 13 17

          444E, 388 p 14

p 15,16

... Paint (brown) from Box lid        587 -do- Fe2O3 + CaSO4       -do- p 15 18

... Green of gesso on stick        468 -do- Blue frit + yellow colour       -do- p 17 19


